


  

02. Chemical Testing

02.025 Indoor and other environments

　

Test method Materials/
Products

Standard
designation Test range Site Field

testing

IEC 62321-6:2015
Indoor and

other
environments

Determination of certain
substances in
electrotechnical
products –
Part 6: Polybrominated
biphenyls and
polybrominated
diphenyl ethers in
polymers by gas
chromatography–mass
spectrometry (GC-MS)

Decabromo biphenyl
≥ 5 mg/kg
Decabromo diphenyl
ether
≥ 5 mg/kg

BS N

2/17

No. KT124


